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MATERIALE MAGNETICE

«+ S. A. Baranov, O. V. Yaltychenko, E. Yu. Kanarovskii, M. M. Codescu, Preparation of

the cast glass-coated amorphous magnetic microwires, Proc. SPIE 10010, Advanced

Topics in Nanoelectronics, Microelectronics and Nanotechnologies VIII, 1001016 2016,

117 - 123

D. Patroi, V. D. Zhaketov, Y.V. Nikitenko, M. M. Codescu, E. A. Patroi, E. Manta,

Neutron depolarization investigations of spring exchange interaction nanocomposites,

Optoelectronics and Advanced Materials-Rapid Communications, 9, 9 -10, 1328-1331,

2015

A. Stroia, C.l. Covaliu, C. Capitanescu, G. Georgescu, |. Jitaru, Synthesis and

characterization of A Ni/Ag nanomaterial, Revista Romana de Materiale-Romanian

Journal Of Materials,Volume: 44, 2, (2014) , pp. 169-177

= C. Constantinescu, V. lon, M. Codescu, P. Rotaru, M. Dinescu, Optical, morphological
and thermal behavior of NdFeB magnetic thin films grown by radiofrequency plasma-
assisted pulsed laser deposition, Current Applied Physics, 13, 9 (2013) 2019 - 2025

-+ C. Constantinescu, E. Patroi, M. Codescu, M. Dinescu, Effect of nitrogen environment
on NdFeB thin films grown by radio frequency plasma beam assisted pulsed laser
deposition, Materials Science and Engineering B, 178 (2013) 267 - 271

+ lorga, M. Codescu, L. Palii, New thermo-magnetic material wire used for self-

protection high voltage line overhead conductors against frost/ice deposits,

Optoelectronics and Advanced Materials - Rapid Communications, 7, 1-2 (2013) 86 -

89

Covaliu I. C., Neamtu J., Georgescu G., Malaeru T., Cristea C., Jitaru l., “Synthesis

and characterization of Ferrites (Fe304/CuFe204)-Calcium Alginate Hybrids for

Magnetic Resonance Imaging”, Digest Journal of Nanomaterials and Biostructures,

vol.6, 1, (2011), pp. 245-252.

-+ P. Prioteasa, M. M. Codescu, E. Patroi, D. Patroi, V. Marinescu, Electroplating in
magnetic field and characterization of NiCoMnP alloy films with permanent magnet,
Optoelectronics and Advanced Materials - Rapid Communications, 7, 1-2 (2013) 90 -
95

-+ D. Patroi, M. M. Codescu, E. A. Patroi, V. Marinescu, Structural and magnetic
behaviour of DC sputtered Alnico type thin films, Optoelectronics and Advanced
Materials-Rapid Communications, 5, 10, (2011) 1130 - 1133

-+ Ceki¢, V. Ivanovski, M. M. Codescu, A. Umicevic, T. Barudzija, E. A. Patroi,
Mossbauer Spectroscopic Analysis of Nd,Fe(4B/a-Fe Hard Magnetic Nanocomposites,
Solid State Phenomena, 170 (2011), 154 - 159

-+ W. Kappel, M. M. Codescu, E. Manta, E. A. Patroi, R. Erdei, C, Morari, New composite
materials, obtained from ashes wastes, with potential applications for
electromagnetic shielding, Trans. Tech. Periodicals, Zurich, Switzerland, Materials
Science Forum, 672 (2011), 245 - 250

+ C. Covaliu, G. Georgescu, J. Neamtu , T. Malaeru, |. Jitaru, “Ni 0.5Zn 0.5Fe 204
spinel nanoparticles obtained by complexation method using dimethylaminoethanol”,
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Optoelectronics and Advanced Materials-Rapid Communications, Vol.: 5, 11, (2011),

pp. 1202-1206.

M. M. Codescu, E. Manta, E. A. Patroi, W. Kappel, |. Zapodeanu, M. Burlacu, P.

Nechita, V. Midoni, Securing elements with ferromagnetic microwires,

Optoelectronics and Advanced Materials - Rapid Communications, 4, 10, (2010) 1361 -

1365

-+ W. Kappel, A. Bara, C. Banciu, M. M. Codescu, C. Morari, E. A. Patroi, E. Manta,

Composites materials with applications in electromagnetic protection,

Optoelectronics and Advanced Materials - Rapid Communications, 4, 12, (2010) 2097 -

2102

J. Neamtu , G. Georgescu, T. Malteru, N.G. Gheorghe, R.M. Costescu, |. Jitaru, J.

Ferre, D. Macovei ,C.M. Teodorescu, Atomic structure and magnetic properties of

cobalt doped ZnO thin films prepared by the sol-gel method“, Digest Journal of

Nanomaterials and Biostructures, Volume: 5, 4, (2010), pp. 873-885.

-+ E. Burzo, M. Codescu, W. Kappel, E. Helerea, Magnetic Materials for Technical
Applications, Journal of Optoelectronics and Advanced Materials 11, (2009) 229 - 237

= Covaliu I.C., Georgescu G., Jitaru ., Malaeru T., “Synthesis and Characterization of a
Hydroxyapatite Coated Magnetite for Potential Cancer Treatment”, Revista de
Chimie, vol. 60, 12, (2009), pp. 1254-1257.

-+ W. Kappel, M. M. Codescu, M. Valeanu, N. Stancu, J. Pintea, F. Lifei, A. Jianu, D.
Patroi, E. Patroi, Influence of the Recrystallization Processes on the Structure and
Magnetic  Properties of the Nd;Fe4sB/a-Fe Nanocomposites, Journal of
Optoelectronics and Advanced Materials, 9, 6, (2007) 1125 - 1128

-+ Neamtu J., Kappel W., Patroi A.E., Malaeru T., Georgescu G., Giurgiu L., “New

magnetic composite materials for electromagnetic shields at microwave

frequencies”, Journal of Optoelectronics and Advanced Materials, vol. 8, 2, pp. 537-

539, (2006)

W. Kappel, M. M. Codescu, N. Stancu, D. Popa, Evaluation of the Corrosion Behavior

of the Permanent Magnets based on Rare Earths, used in Aeronautical Industry,

Journal of Optoelectronics and Advanced Materials, 8, 2, (2006) 523 - 526

«+ R. Setnescu, T. Setnescu, S. Jipa, W. Kappel, M. Dumitru, M. M. Codescu, N. Stancu,
T. Zaharescu, Magnetic Flexible Material containing Microcrystalline NdFeB Powder,
Journal of Optoelectronics and Advanced Materials, 8, 2, (2006) 533 - 537

+ W. Kappel, M. M. Codescu, N. Stancu, J. Pintea, E. A. Patroi, High Energy Density
Magnetic Materials for Electronic Packaging, Proc. of 1% Electronics
Systemintegration Technology Conference ESTC 2006, Dresden, 1419 - 1424 (2006) -
Best Poster Award

-+ V. Kuncser, M. Valeanu, F. Lifei, A. Jianu, D. Predoi, W. Kappel, M. M. Codescu, E. A.
Patroi, |. Pasuk, M. Bulinski, G. Filoti, Micro-structure and Magnetic Properties of Fe-
Cu Nanocomposites for Anisotropic Permanent Magnets, Journal of Alloys and
Compounds 395 (1-2) (2005) 1 - 6

+ Neamtu J., Giurgiu L, Kappel W., Malaeru T., Georgescu G., Patroi E., Alecu V.,
“Characterization at microwave frequencies of magnetic composite and shields for
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electromagnetic protection”, Journal of Optoelectronics and Advanced Materials,

Volume 6, 3, (2004), pp. 979-982.

W. Kappel, M. M. Codescu, |. Pasuk, E. Patroi, V. Kuncser, M. Valeanu, D. Predoi, G.
Filoti, FexCuq.x Alloys for Permanent Magnets, Journal of Optoelectronics and
Advanced Materials, 6, 3, (2004) 973 - 978

M. Brezeanu, A. Antoniu, I. Jitaru, [...] G. Georgescu, “Preparation of copper ferrite
by the "hydrolysis” method”, Revue Roumaine de Chimie, Volume 43, 6, (1998),
pp.487-491.

MATERIALE CARBONICE

C. Banciu, A. Bara, G. A. Rimbu, A. Teisanu, L. Leonat, “Electrically renewable
carbon fibers composites for CO, adsorption”, Optoelectronics and Advanced
Materials - Rapid Communications, vol. 9, nr. 9-10, pp. 1160-1163, 2015.

Bara, V. Marinescu, E. Chitanu, C. Banciu, F. Clicinschi, “Influence of process
parameters on the morphology of polyacrylonitrile electrospun fibers”, Industria
Textila, nr. 4, pp. 232-239, 2015.

P. Prioteasa, V. Marinescu, A. Bara, M. lordoc, T. Aristofan, C. Banciu, V. Meltzer,
“Electrodeposition of polypyrrole on carbon nanotubes/Si in the presence of Fe
catatyst for application in supercapacitors”, Revista de Chimie, vol. 66, nr. 6, pp.
820-824, 2015.

M. lordoc, A. Bara, P. Prioteasa, A. Teisanu, V. Marinescu, “Electropolymerization of
Conducting Polypyrrole on Carbon Nanotubes / Silicon Composite for Supercapacitor
Applications”, Revista de Chimie, vol. 66, nr. 2, pp. 196-200, 2015.

L. Zevri, I. lordache, “Current trends in research and development of tensoresistive
sensors”, J. Optoelectron. Adv. Mater., vol. 16, no. 1-2, pp. 52-59, 2014.

Bara, C. Banciu, A.M. Bondar, E.A. Patroi, D. Patroi, “Carbon Mesophase-based
Composites with Electro-Magnetic Properties”, Revista de Chimie, vol. 64, nr. 2,
pp. 174-181, 2013.

W. Kappel, A. Bara, C. Banciu, M.M. Codescu, C. Morari, E.A. Patroi, E. Manta,
“Composites materials with applications in electromagnetic protection”,
Optoelectronics and Advanced Materials-Rapid Communications, vol. 4, nr. 12, pp.
2097 - 2102, 2010.

C. Banciu, A. Bara, I. lon, D. Patroi, G. Sbarcea, ,,Structural and functional properties
of porous carbon fiber composites”, Optoelectronics and Advanced Materials-Rapid
Communications, vol. 4, nr. 11, pp. 1647-1650, 2010.

C. Banciu, A. Bara, I. lon, D. Patroi, L. Leonat, ,,Chemical activation of mesocarbon
microbeads”, Optoelectronics and Advanced Materials-Rapid Communications, vol. 4,
nr. 11, pp. 1717-1720, 2010.

C. Banciu, A. Bara, I. lon, A. M. Bondar, R. Mirea, G. Stoian, E. Patroi, “Properties of
iron modified mesophase pitch”, Journal of Optoelectronics and Advanced Materials,
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vol. 10, nr. 12, pp. 3233-3236, 2008.
Bara, A.M. Bondar, C. Banciu, R. Mirea, D. Patroi, “Nanocompozite mezofaza
carbonica/nanotuburi de carbon - adaos functional pentru pastele conductive”,
Revista de chimie, vol. 10, pp. 1395-1399, 2008.
Bara, A. M. Bondar, I|. lordache, R. Vasilescu-Mirea, C. Banciu, D. Patroi, S.
Hodorogea, "Electromagnetic shielding properties of carbon based composites”,
Revue Roumaine Des Sciences Techniques, Serie Electrotechnique Et Energetique,
vol. 3, 2008.
Bara A., Lungu P., Bondar A. M.: Compozite pe baza de grafit acoperit cu cupru
pentru contacte electrice glisante/Cooper-coated graphite composites for sliding
electrical contacts, Revista Romana de Materiale/ Romanian Journal of Materials,
vol. 32, nr. 2, pp.130-133, 2008
lon, C. M. Mitu, Yu. Kovalev, A. Bara, ,,Structural Modifications Induced on the Coal
Tar Pitch by Addition of Nanotubes and Nanofibers”, Journal of Optoelectronics and
Advanced Naterials, Vol. 10, No. 11, pp. 3141, 2008.
Bara, A.M. Bondar, D. Patroi, R. Vasilescu-Mirea, S. Hodorogea, C. Banciu,
»Mesophase development during thermal treatment of pitches”, Journal of
Optoelectronics and Advanced Materials, vol. 10, nr. 4, pp. 896-899, aprilie 2008.
E.Chitanu, R.Barros, Ghe. lonita, R.Martins, E.Fortunato, RF magnetron sputtering
deposition of AZO thin films, Metalurgia International vol. XVI 2011, nr. 12, ISSN
1582-2214, p.32-35.
E.Chitanu, G.Zbarcea, Ghe.lonita, E.Stoian, Obtaining ultra-thin layers CdTe with
magnetron sputtering method, Metalurgia International, vol.XV 2010, nr. 10, ISSN
1582-2214, p.33-38.
E.Chitanu, Ghe. lonita, Obtaining thin layers of ZnO with magnetron sputtering
method, Recent advances in circuits systems and signals, International Conference on
Circuits, systems signals (CSS), 2010, ISSN 1792-4324, ISBN 987-960-474-226-4, p. 317-
323.
lon, A.M. Bondar, Y. Kovalev, C. Banciu, |. Pasuk, ,Modification of the structural
parameters of coal tar pitch induced by addition of nanocarbon-coated iron at
primary carbonization”, Journal of Optoelectronics and Advanced Materials, vol. 8,
nr. 2, pp. 624-630, 2006.

MATERIALE CERAMICE

Noor E. Mousa, C.M. Simonescu, R.E. Patescu, C. Onose, V. Lavric, C. Tardei, s.a.,
»Pb* removal from aqueous synthetic solutions by calcium alginate and chitosan
coated calcium alginate”, Reactive and Functional Polymers, 2016, 109, pp. 137-150
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- T. Zaharescu, A. Dumitru, G. Velciu, s.a., ,,EPDM composite membranes modified

with cerium doped lead zirconate titanate”, Radiation Physics and Chemistry 118

(2016) 133-137;

C. Tardei, C.M. Simonescu, C. Onose, B.A Sava, L. Boroica, B.G. Sbarcea, ,,Evaluation

of lab scale nano-hydroxyapatites for removal of lead ions from aqueous solutions”,

Romanian Journal of Materials, 2016, 46(3), pp. 289-295

-+ F. Grigore, M Lungu, D Talpeanu, G Velciu, ,,Obtaining the dense hydroxyapatite by

spark plasma sintering”, Romanian Journal of Materials, 2015, Vol. 45, Issue 2, pp.

155-159;

B. A. Sava, C. Tardei, C. M. Simonescu, si colab., “Hydroxyapatite nanopowders

obtained by sol-gel method synthesis and properties”, Optoelectronics and Advanced

Materials-Rapid Communications, 2015, Vol. 9, No. 11-12, pp.1415-1424;

w Georgeta Velciu, Alina Melinescu, Virgil Marinescu, Maria Preda, ,,LaCoQ; synthesis by
intensive mechanical activation”, in Ceramics International 41, Feb.2015, pp. 6876-
6881

- J. Pintea, A. Dumitru, G.Sbarcea, G. Velciu, ,,Electrical properties of Lead Titanate
Zirconate ceramics doped with niobium”, Journal of Optoelectronics and Advances
Materials, vol. 15, no. 1-2, lanuary-February 2013, pp.99-102;

-+ A. Dumitrunale, G. Velciu, V. Marinescu, G. Sbarcea, ,,Obtinerea Solutiei Solide
Apartindnd Sistemului Pb(Mg,3Nb;,3)-PbTiO3”, Romanian Journal of Materials 2012,

42 (3), pp.290 - 293.

q

MATERIALE METALICE MULTIFUNCTIONALE

-+ M.V. Lungu, E. Vasile, M. Lucaci, D. Patroi, N. Mihailescu, F. Grigore, V. Marinescu,
A. Bratulescu, S. Mitrea, A. Sobetkii, A.A. Sobetkii, M. Popa, M.-C. Chifiriuc,
Investigation of optical, structural, morphological and antimicrobial properties of
carboxymethyl cellulose capped Ag-ZnO nanocomposites prepared by chemical and
mechanical methods, Materials Characterization, Elsevier, ISSN 1044-5803, Vol. 120,
Oct. 2016, p. 69-81, DOI: 10.1016/j.matchar.2016.08.022, FI/2015 = 2,383, cu
AudioSlides Presentation la
http://www.sciencedirect.com/science/article/pii/S1044580316302728

«+ C.D. Cirstea, L. Leonat, M. Lungu, A. Cucos, F. Tolea, V. Cirstea, V. Tsakiris,
Characterization of TiNi shape memory alloys obtained by spark plasma sintering
process, Journal of Optoelectronics and Advanced Materials, Vol. 18, No 9-10 (2016),
p. 857-862, FI/2015 = 0,383.

-+ E. Povoden-Karadeniz, C.D. Cirstea, E. Kozeschnik, Prediction of precipitate evolution
and martensite transformation in Ti-Ni-Cu shape memory alloys by computational
thermodynamic, 10P Conference series, Material Science and Engineering, Vol. 123,
Issue 1 (2016), p. 12038-12044.

-+ M.A. Matara, |. Csaki, G. Popescu, M. Lucaci, M. Lungu, Investigation of microstructure
and tribological properties of Al/ALOs+Gr hybrid composite, Journal of
Optoelectronics and Advanced Materials, ISSN: 1454-4164, Vol. 17, Issue: 11-12, Nov.-
Dec. 2015, p. 1849-1854, FI/2015 = 0,383.
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+ P. Moldovan, I. Csaki, G. Popescu, M. Lucaci, M. Lungu, M. Butu, Microstructure
evolution and tribological properties for new AlSi9Cu3/5% Gr¢, composite, Composites
Part B: Engineering, Elsevier, ISSN: 1359-8368, Vol. 81, Nov. 2015, p. 141-148, FI1/2015
= 3,85.

C.D. Cirstea, M. Lungu, A.M. Balagurov, V. Marinescu, O. Culicov, G. Sbarcea, V.

Cirstea, Shape memory NiTi and NiTiCu alloys obtained by spark plasma sintering

process, Advanced Engineering Forum, Vol. 13 (2015), p. 83-90.

- V. Tsakiris, E. Enescu, M. Lungu, M. Lucaci, A. Radulian, D. Talpeanu, G. Sbarcea, A.
Caramitu, V. Marinescu, |. lon, Electrical Contact Materials Obtained by Spark
Plasma Sintering Technology for Vacuum Contactors, Proceedings of The 9%
International Symposium on Advanced Topics in Electrical Engineering (ATEE), 7-9
May 2015, Bucharest, Romania, p. 490-495, IEEE, DOI: 10.1109/ATEE.2015.7133851.

- P. Lang, T. Wojcik, E. Povoden-Karadeniz, C.D. Cirstea, E. Kozeschnik, Crystal
structure and free energy of Ti;Ni; precipitates in Ti-Ni alloys from first principles,
Computational Materials Science, Vol. 93 (2014), p. 46-49, FI/2014 = 2,131.

-+ M. Lungu, V. Tsakiris, E. Enescu, D. Patroi, V. Marinescu, D. Talpeanu, D. Pavelescu,
Gh. Dumitrescu, A. Radulian, Development of W-Cu-Ni electrical contact materials
with enhanced mechanical properties by spark plasma sintering process, Acta Physica
Polonica A, ISSN 0587-4246, Vol. 125, No. 2, Febr. 2014, p. 327-3330, DOI:
10.12693/APhysPolA.125.327, FI/2014 = 0,53.

- V. Tsakiris, M. Lungu, E. Enescu, D. Pavelescu, Gh. Dumitrescu, A. Radulian, N.
Mocioi, Nanostructured W-Cu electrical contact materials processed by hot isostatic
pressing, Acta Physica Polonica A, ISSN 0587-4246, Vol. 125, No. 2, Febr. 2014, p.
348-352, DOI: 10.12693/APhysPolA.125.348, F1/2014 = 0,53.

«+ M. Lungu, S. Gavriliu, E. Enescu, I. lon, A. Bratulescu, G. Mihaescu, L. Marutescu,
M.C. Chifiriuc, Silver-titanium dioxide nanocomposites as effective antimicrobial and
antibiofilm agents, Journal of Nanoparticle Research, Springer Verlag, ISSN: 1388-
0764, Vol. 16, Issue 1, article no. 2203, 15 pages, Jan. 2014, DOI: 10.1007/s11051-
013-2203-3, FI/2014 = 2,184.

«+ E. Povoden-Karadeniz, C.D. Cirstea P. Lang, T. Wojcik, E. Kozeschnik,
Thermodynamic of Ti-Ni shape memory alloys, Calphad-Computer Coupling of Phase
Diagrams and Thermochemistry, Vol. 41 (2013), p. 128-139, FI/2013 = 1,394.

« V. Tsakiris, M. Lungu, E. Enescu, D. Pavelescu, Gh. Dumitrescu, A. Radulian, V. Braic,
W-Cu composite materials for electrical contacts used in vacuum contactors, Journal
of Optoelectronics and Advanced Materials, ISSN 1454-4164, Vol. 15, No. 9-10, Sept.-
Oct. 2013, p. 1090-1094, F1/2013 = 0,563.

«+ M. Lungu, S. Gavriliu, E. Enescu, M. Lucaci, V. Tsakiris, G. Rimbu, Properties
enhancement of an eco-friendly electrical contact material by silver nanoparticles
addition, Metallurgical and Materials Transactions A, ISSN: 1073-5623, Vol. 43A, Dec.
2012, p. 4464-4469, DOI: 10.1007/s11661-012-1424-x, FI1/2012 = 1,627.

+ M. Lungu, E. Enescu, F. Grigore, N. Buruntia, M. Lucaci, G. Rimbu, C. Panzaru, C.
lonescu, Chemical preparation and properties of some high concentrated colloidal
silver solutions for antimicrobial applications, Revue Roumaine de Chimie, ISSN:
0035-3930, Vol. 57, Issues 10-12, Oct.-Dec. 2012, p. 849-855, F1/2012 = 0,331.
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++ M. Valeanu, M. Lucaci, A.D. Crisan, M. Sofronie, L. Leonat, V. Kuncser, Martensitic

transformation of Ti50Ni30Cu20 alloy prepared by powder metallurgy, Journal of
Alloys and Compounds, ISSN: 0925-8388, Vol. 509, Issue 13, 2011, p. 4495-4498,
FI1/2011 = 2,289.V. Tsakiris, W. Kappel, E. Enescu, G. Alecu, F. Albu, F. Grigore, V.
Marinescu, M. Lungu, Characterization of Al matrix composites reinforced with
alumina nanoparticles obtained by PM method, Journal of Optoelectronics and
Advanced Materials, ISSN 1454-4164, Vol. 13, Issue 9, Sept. 2011, p. 1172-1175,
F1/2011 = 0,457.

= M. Lucaci, A.R. Biris, R.L. Orban, G.B. Sbarcea, V. Tsakiris, Effects of mechanical
alloying on the hydrogen storage properties of the Mg76Ti12Fe12-xNix (x = 4, 8)
materials, Journal of Alloys and Compounds, ISSN: 0925-8388, Vol. 488, Issue 1, p.
163-168, Nov. 2009, DOI: 10.1016/j.jallcom.2009.07.037, FI/2009 = 2,135.

MATERIALE POLIMERICE

-+ Zaharescu T., et al. EPDM recycling assisted by y-processing. Iran Polym. J., 25, 725
(2016);

Jipa S. et al. Copper diffusion in cable-insulating materials by chemiluminescence
and DSC techniques. J. Therm. Anal. Calorim., 122 (1), 251 (2015);

Ilie S. et al. Investigation of a mechanically failed cable insulation used in indoor
conditions. Polym. Test., 30 (2), 173 (2011)

Zaharescu T. et al. Radiochemical oxidation of ethylene-propylene elastomers in the
presence of some phenolic antioxidants. Polym. Degrad. Stab., 63(2), 245 (1999);
Jipa S. et al. Chemiluminescence study of thermal and photostability of
polyethylene. Polym. Int., 48 (5), 414, (1998)

Setnescu R. et al. Chemiluminescence study on the oxidation of several polyolefins:
Il. Chemiluminescence from gamma-irradiated polymers. Polym. Degrad. Stab.,
63(2), 109 (1998);

4

4

CARACTERIZARI MATERIALE, PRODUSE

-+ Patroi D., Zhaketov V. D., Nikitenko Yu. V., Codescu M. M., Patroi E. A., Manta E.,
Neutron depolarization investigations of spring exchange interaction
nanocomposites, Optoelectronics and Advanced Materials - Rapid Communications,
Vol.9, nr. 9-10, 2015, pp. 1328-1331

-+ Patroi D., Codescu M.M. , Patroi E.A., Marinescu V., Structural and magnetic
behavior of DC sputtered Alnico type thin films, Optoelectronics and Advanced
Materials - Rapid Communications, Vol. 5, No. 10, pp. 1130 - 1133, [ISSN: 18426573

« Voiculescu |., Geanta V., Stefanoiu R., Patroi D., Binchinciu H., Influence of the
chemical composition on the microstructure and microhardness of AlCrFeCoNi High
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Entropy Alloy, Revista de Chimie, vol. 64, nr.12, 2013, pp.1441-1444, ISSN 0034-
7752

= L. Ichim; Sbarcea BG; Patroi, D; Dumitriu C, Hybrid Bionic Coating on Ti with TiO;

Nanotubes, Hydroxyapatite and Iron, Revista de Chimie, vol. 67, nr.11, pp. 2198-

2201

Prepelita P., Craciun V., Sbarcea G., Garoi F., Relevance of annealing on the

stoichiometry and morphology of transparent thin films, Applied Surface Science,

vol. 306, pp.47-51, 2014

-+ Bodea M.A., Sbarcea G., - Naik G.V., - Boltasseva A., - Klar T.A., - Pedarnig J.D.,

Negative permittivity of ZnO thin films prepared from aluminum and gallium doped
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